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Homogeneous continuum as a model of layered body 

M. GOLUBIEWSKI (L6D.Z) 

THE PAPER contains a proposition of constructions homogeneous, continuous models for layered. 
materials. The layers are assumed to have constant thicknesses and consist of homogeneous, 
elastic materials of arbitrary anisotropy. The theory proposed proves to be more effective than 
the theory of effective stiffness known from the literature. 

w pracy zaproponowano metod~ konstruowaniajednorodnych i ci'!glych modell dla cial 0 struk
turze warstwowej. Przyj~to, i:e warstwy te maj'lstal'! grubosc i skladaj'l si~ z material6w jedno
rodnych i spr~i:ystych o dowolnej anizotropii. Przedstawiona teoria okaztije si~ efektywniejsza 
od znanej z literatury teorii efektywnych sztywnosci. 

B pa6oTe npe,wyomeH MeTo,o; nocrpoeHIDI o,o;Hopo,o;HbiX H cnnol.IIHbiX Mo,o;eneii ,wiH Ten eo 
CJIOHCTOH CTpYf<TYPOH. llpmrnMaeTCH, q-ro 3TH CJIOH HMeiOT llOCTOHHHYJO TO~y H COCTOHT 
H3 O,o;HOpO,o;HbiX H ynpyrux MaTepHaJIOB C npOH3BOJibHOH aHH30TponHeH. llpe,o;craBJieHHaH 
TeopHH OI<a3biBaeTCH 6o]lee 3<l><l>ei<THBHOH 'lJeM H3BeCTHbie H3 JIHTepaTYpbi TeOpHH 3<l><l>ei<
THBHbiX >KeCTI<OCTeH. 

1. Introduction 

THE PAPER puts forward a propositiOn of constructing homogeneous and continuous 
models of consecutive orders for a certain class of non-homogeneous bodies. Our considera
tions will be confined to bodies consisting of two different homogeneous materials which 
are linearly elastic and exhibit rectilinear anisotropy of the arbitrary type. Moreover, 
the layers which are made of two different materials have constant thicknesses and alternate 
with each other in the body, their interfaces ensuring perfect contact between the neigh
bouring layers. Thus the bodies have periodic structure, the period being equal to the sum 
of the two neighbouring layers . They will be called layered bodies or simply composites. 
It is well known that exact solutions of boundary value problems for such non-homogeneous 
bodies are, in the majority of cases, extremely difficult to obtain, the volume of computa
tions increasing with the number of layers in the structure considered. Thus, precisely in 
the case of a densely layered medium it is of extremely importance to trea,.t it as a certain 
homogeneous and continuous medium, the properties of which depend upon the properties 
of its ingredients and its internal geometric structure. Each .medium of that· kind capable 
of representing the actual layered body will be called a model of that body. Its practical 
value obviously depends on the simplicity of the equations governing its behaviour and on 
its ability to reflect all the details of processes occurring in actual composites subjected to 
Ioadings. 

Until quite recently, the model which was used in the case of composities made of 
isotropic layers was based on the so-called "effective moduli" theory and represented a 
transversally isotropic medium known from classical elasticity; its effective elasticity 
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constants were determined, for example, by J. V. RIZNICENKO [1] (1949), G. W. PosTMA 
(2] (1955), S. M. RYTOV (3) (1956) and E. BEHRENS [4] (1967). The aim of these papers 
was to solve certain geophysical problems connected with the propagation of waves in 
layered media. 

The presently observed increasing interest in layered media is due to advances in the 
industry of composite materials; their application to engineering structures considerably 
increases the demand for an effective tool in solving numerous boundary value problems. 

The model proposed by the theory of effective moduli often leads to satisfactory results. 
However, it proves to be insufficient in some dynamical problems. It was shown by 
S. M. RYTOV [3], J. D. ACHENBACH, C. T. SUN and G. HERRMANN [5, 7] that layered me
dia of this type exhibit considerable dispersion properties in the process of monochromatic 
wave propagation in unbounded media, even in the case of relatively long waves. Since 
dispersion does not occur in classical anizotropic bodies, the theory of effective moduli 
yields a long-wave approximation of the layered medium and may lead to considerable 
errors in cases where the wavelengths are comparable with the periods of internal structure 
of the composites. 

The first authors who proposed a dispersive model of composites were C. T. SUN, 
J. D. AcHENBACH and G. HERRMANN; in papers [6-8], written in the period 1967-68, they 
presented the so-called theory of effective stiffness. Equations of the first approximation 
of that theory may be written [8] in terms of the notions introduced by R. D. MINDLIN 
(9] in connection with the bodies with microstructure. Dynamic interactions of individual 
layers were taken into account by assuming that at the interfaces only the field of displace
ments is continuous. D. S. DRUMHELLER and A. BEDFORD fulfilled the additional condition 
of continuity of the stress vector at those surfaces and, in I973-74, presented the generalized 
effective stiffness theory [I 0, I.J.]. 

Other attempts to construct dispersive models of these types of bodies are due to 
A. BEDFORD and M. STERN [12, 13] (1972), G. A. HEGAMIER and his eo-workers [14-17] 
1973-74 and M. BEN-AMoz [18, I9] (1975). 

The models proposed by the both versions of the effective stiffness theory seem to be 
most useful from the point of view of applications, because of their simplicity. In a con
siderable number of papers [8, 20-25] one of the two versions mentioned above has been 
applied. 

The method of constructing the models of consecutive orders has some elements in 
common with the effective stiffness theories but seems to show a certain advantage in the 
process of obtaining consecutive approximations. This advantage follows from our belief 
that such a process should: 

I) lead to independent fundamental fields in all approximations; 
2) be the same for all approximations; 
3) ensure, in every approximation, the compatibility of displacements and stresses 

at the interfaces between the layers; 
4) use a similar method of smoothing out the compatibility conditions at the interfaces 

and also the Lagrange function density. 

In the papers dealing with the both versions of the effective stiffness theory there appear 
several remarks on the construction of models of arbitrary orders, but it may easily be 
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HOMOGENEOUS CONTINUUM AS A MODEL OF LAYF.RED BODY 261 

verified that the processes proposed there do not satisfy the postulates 1)-4) listed above. 
In particular, the model proposed by A. Bedford and D. S. Drumhe1ler makes impossible 
the existence of a "free" displacement field in the zero and first-order approximations, 
and hence the theory does not fulfil the first three postulates. In the process used 
by C. T. Sun, J. D. Achenbach and G. Herrmann, continuity of the stress vector field is 
not ensured in any of the approximations, and this contradicts the third postulate. In both 
versions of the effective stiffness theory the method of smoothing out the compatibility 
conditions differs from that used for the Lagrange functions. Smoothing of the compati
bility conditions is performed according to the scheme 

(1.1) pbc(I,Xc0 X~c) = 0 ~pbc(I,Xi) = 0, 

where x~c denote the coordinates of the points at the surfaces of contact. The corresponding 
process with respect to the Lagrange function density has, however, the form 

(1.2) /1(1, X«, X~)+/2 (1, X«, X~)~ /1(1, Xj)+/2(1, Xi), 

x~ and x~ are the coordinates of the points belonging to the middle surfaces of the 
homogeneous layers. 

In this paper the "smoothing" process follows the first scheme in both cases and this 
is what seems to be right from the formal point of view. Hence Eq. (1.2) is replaced with 

(1.3) It(l, X«, X~c)+l!(l, X«, X~c) ~ /t(l, xi)+l!(l, xi). 

This uniformity of the smoothing process is achieved by representing the all fields 
defined in the composite in terms of their distributions on the ~o-ca1led "bilayers" which 
are the non-homogeneous neighbourhoods of the planes of contact, and contain both 
materials in the proportions characteristic of the whole composite. In this approach the 
discrete structure is represented in the continuous medium merely by the surfaces of contact. 
The existence of independent fundamental fields in the zero and first approximations 
(under the conditions of compatibility of the displacement and stress vectors at the inter
faces), is achieved by a proper definition of the strain tensors in the bilayers for models 
of consecutive orders. The zero order model obtained in this manner is a rigid body model, 
while the first order model behaves like a classical elastic anisotropic body (in statical 
conditions); in the process of propagation of monochromatic waves in an infinite medium, 
dispersion appears. In the case of waves propagating perpendicularly to the layers, the 
results are more accurate (especiaJly for small wavelengths) than those resulting from 
the _first order model used by Sun, Achen bach and Herrmann and characterized by twice 
as many independent fundamental fields. 

2. Structure of the layered body 

Let us denote by the symbols f (fiber) and m (matrix), respectively, the homogeneous 
material treated as reinforcement of the composite, and another homogeneous material 
considered as the matrix. Symbols a, b, c will also be used to denote those materials, symbol 
b denoting in such cases a material different from c, i.e. 

(2.1) a, b, c = f, m and b =f: c. 
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The voluminal share of material a in the composite is denoted by 1Ja, hence it follows 
that 

(2.2) 

The period of the composite is denoted by the symbol L1, and hence the layer made of 
material a has the thickness 1Jal1. 

The unbounded composite medium will be described in the orthogonal Cartesian 
coordinate system { x1} = { xcz} x { x3}, i = 1 , 2, 3; Cl = 1 , 2, the x3-axis being perpen
dicular to the planes of contact between the layers. 

The composite stucture may uniquely be determined by prescribing the lattice and the 
base, the lattice constituting an arbitrary set of planes at distances 11 from each other 
and parallel to the contact planes, and the base representing an arbitrary portion of the 
composite bounded by two planes normal to the x3-axis at the distance 11 from each 
other. Since L1 is the period of the composite, the voluminal shares of materials f and m 
in_ an arbitrary base are the same as in the entire composite. The composite structure is 
reconstructed from its lattice and a base in a procedure similar to that used in the case 
of crystalline structures (cf. [26]). 

By means of the periodic structure of the composite we may introduce the equivalence 
relations in the set of coordinates { x3 } in the set of planes { n} parallel to the lattice planes, 
and in the set {P} which is a set of closed, three-dimensional intervals with a characteristic 
plane n, bounded by the planes parallel to the lattice planes .. The following definitions 
of the·. sets determine the correspondence between the elements of the · sets { x 3 } , { n} , { P} : 

(2.3) Vx; E {x3}3:n;1 E {:n;}: :T€
1 = {(xcz, X3) E {x,}: (Xcz) E {xcz}, X3 = x;}; 

(2.4) vx; E {xJ}, d ~ O~g ~ 03P~g E {P} ;P~g = {(x,) E {x,} :xcz E {xcz}, 

x;-d ~ x3 ~ x;+g}. 

The equivalence relation within the set {x3 } is introduced as follows: 

(2.5) 

while.the corresponding relations in the sets {n} and {P} are defined by 

(2.6) 
I I 

n ""n ~xj ""x3 , 

P4g "" P~,9~ ~ x3 "" x;, d = d 1
, g = g1

• 

Here the equivalence relations in the set { x3 } and Eqs. (2.3), (2.4) have been used. 
The equivalence classes of the above relations corresponding to the representants 

x;, n', PI will be denoted by symbols .x;, 5i1
, P1

• 

Let us now introduce the name5 for certain coordinates from the set { x3 }, characteristic 
for the composite. 

x~ - coordinates determining the center of gravity of an arbitrarily selected layer 
made of material a; 

x~c - coordinates determining such a point of contact betw~en two arbitrarily selected, 
neighbouring layers made of materials b and c, that x~c- 0 denotes a point located within 
the material b, and x~c+O- a point located within the material c. 
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HOMOGENEOUS CONTINUUM AS A MODEL OF LAYERED BODY 263 

Taking these definitions into account and using Eqs. (2.3) and (2.6) we obtain the symbol 
n" for the middle plane of the layer a, and the symbolnbc for the plane of contact be. 

On using Eqs. (2.4) and (2.7), let us introduce the following names for certain intervals 
from the set { P}: B"- base a, Bbc- base be, pa -layer a, pbc- bilayer be. 

The intervals are defined by the formulae 

(2.7) 

(2.8) 

(2.9) 

(2.10) 

Ba def P' . ' a 1 A 
- dg : x3 "' x3, d = g = 2LJ' 

Bbc def p' . x' xbc 
- dg: 3 "' 3' 

Pbc def P' . ' be = dg : X3 "' X3 , 

If h(P~,) = d + g denotes the thickness of the interval P4,, then h(Bfl) = h(Bbc) = L1, 
h(Pa) = rJaL1 and h(Pbc) = L1 /2. 

Let S(A) denote the generalized sum of sets of the family A, i.e. 

(2.11) x e S(A) <=> 3X;x eX, X eA. 

The obvious identities hold true, 

(2.12) 

(2.13) 

(2.14) 

(2.15) 

S(B0
) = {xi}, 

s(iJb} = {x1}, 

S(Piuftm) = {xi}, 

S(ftfmufiml) = {xi}, 

which indicate that the composite covers may consecutively be: the class of bases a, class 
of bases be, two classes of layers f and m, and two classes of bilayers fm and mf. 

The base intervals Ba or Bbc are usually assumed :to be the basical cells in constructing 
the homogeneous models. They are not, however, the smallest possible intervals capable 
of covering the composite and in which the voluminal share of materials f and m is the 
same as in the entire composite. The smallest intervals are represented by the bilayers 
p!m and pmf. 

In this paper the composite will be treated according to the notation (2.15), not only 
because of the property of the bilayers mentioned above but also in view of the fact that 
they do not require coupling (fitting). Moreover, they contain the contact planes at which 
the phenomena of wave reflection and refraction occur and this leads to dispersion in the 
process of propagation of waves in irJinite composite medium. All the fields determined in 
the composite will be represented on bilayets by the values of certain functions and the 
values of their derivatives calculated at the contact planes be. The functions will be called 
model fields. 
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3. Local coordinate systems, change of variables 

In order to obtain a uniform notation of the fields determined in mutually equivalent 
composite intervals, let us introduce local coordinate systems for each interval belonging 

to the classes P11
, _Bbc or pbc. 

Denoting by {x1}1Pdg the intersection of the coordinate, set {xt} by the interval considered 
Pa9 , the set of global coordinates parametrizing each representant of the interval classes 
mentioned above is transformed into the set of local coordinates: 

(3.1) 

(3.2) 

cp11 :{xt}iPa-+ {(Xco Z0)}: (x«, Za) = (X«, X3-x3), 

cpbc; { X;}!Bbc -+ {(X«, Zbc)} ; (X«, Zbc) = (X«, X3- X~c). 

With respect to the representants pb, pc satisfying the condition 

(3.3) 

the folJowing equality holds true 

(3.4) 

In such a case it is possible to pass from the local coordinate systems determined in the 
layers b and c to the local system determined in the base be by means of the following 
transformations 

(3.5) 'P''""': { (x., z,)} -+ { (x., z,,,) h••; (x., z") = (x., z,- }'1•LI ). 

(3.6) 'P''""': { (x., z,)} -+ { (x., z,,)}iP.:(x", z..,) = ( x., z, + ~ '1cLI). 

The mutual relations between the introduced coordinate set transformations may 
clearly be illustrated by the corresponding diagrams. For those pairs of pb and pc which 
satisfy the corresponding condition (3.3) the following diagrams are commutative: 

{(x«, zb)} ~ {xt} 1pb {x1 } 1pc~ {(x«, zc)} 

(3. 7) 'Pb<~""- I cp~;b' cpr;c I /{c<bc> , 
'\. + J. ./ 

what means that 

(3.8) 

(3.9) 

{ (x«, Zbc) }1pb { (x«, Zbc) }!Pc 

The symbol cpbclpa denotes the restriction of the transformation cpbc to the layer pa. 
Let us finally introduce in layers P 11 the local coordinate systems { (x«, Ca) }, one axis 

of which is referred to dimensionless coordinates, 

(3.10) q>": { (x., z.)} -+ { (x., C.)} : (x., C.) = ( x., (} '1.LI r z.). 
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All the transformations defined above are bijections and thus the inverse transformations 
must exist. 

4. Representation of arbitrary fields in bilayers by means of smooth model fields 

The set of coordinate systems introduced here allows for a uniform representation in 
equivalent intervals of the fields sought for and defined in the entire composite at any 
timet. 

Let Q(t, x;) denote an arbitrary scalar-, vector- or tensor-valued field, determined 
and continuous for 

(x1) = (x?) e {x1}"'-S(nfmuii;mf), 

with bounded left- and right-hand derivatives 

Let us denote by Q:~(t, X11 , Ca) the intersection of the field Q(t, xi) with an isolated 

layer a. Changing the variables according to Eqs. (3.1), (3.10) 

(4.1) tp0 o(/1°:{x;}1pa-+ {(X11 ,Ca)}, 
we obtain 

(4.2) Q:~(t, Xa, Ca) = Q(t, x,),pa. 

The index x3 replaced by the value of (x3) at the center of gravity of the layer a 
uniquely determines the position of that layer in the composite. 

Let us now separate the variables in Q:3 by expanding it with respect to Ca into an 

infinite series of any of the classical orthogonal polynomials defined in the standard interval 
[ -1, 1]. In this paper Legendre polynomials will be used. In the representation shown 
below the right-hand side series uniformly converges to the left-hand function at Ca e 
[ -1 + <5, 1- <5], <5 being an arbitrarily small positive real number [27]. The Fourier-Legen
dre coefficients are calculated from the formula 

(4.3) 

The representation has the form 
n 

(4.4) o:~(t, Xa, Ca) = lim I Q::(t, Xa)P(Ca), 
n-oo }=0 j J . 

where P is the Legendre polynomial of order j, the following representation of those 
j 

polynomials being used in this paper (cf. [28]) 

[}1] 
P(Ca) = I a1 C~- 2", 
1 k=O k 

(4.5) 
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266 M. GOLUBIEWSKI 

Here (v) denotes the integral part of v, and 

(4.6) 
- k . (2j-2k)! 

~j- (-
1) 2ik!(j-k)!(j-2k)! . 

Changing the variables in Eq. (4.4) by means of the transform inverse to Eq. (3.1), we 
obtain 

(4.7) 

where 
n 

(4.8) Q:: (t, X«, Za) = lim J; q:; (t, x«) ~(za), 
n-+oo }=0 J J 

and 

(4.9) 

(4.10) 

We shall use later the following representation of the field Q(t, xi) in the layer a, obtained 
by means of the identical transformation of the right-hand side of Eq. (4.8): 

n n 

(4.11) Q:;(t,x«, Za) = lim}; Q:j(f, x«)z~, 
n-+oo j=O ) 

where, in accordance with Eqs. (4.9), (4.5), we have 

(4.12) 

and 

(4.13) 

[_l_(n-j)] 

!!a def 
2 

'\1 -a ( 1 )lie 
Qxj(t,x«)= L.J Qx;(t,x«)a}+2k 211aL1 ' 
j k=O J+lk k 

n 

Q:j(t,x«) = 0 for j > n. 
j 

Let us now introduce the infinit~ sequence of fields 

(4.14) Qa(t, Xj}, j = 0, 1, 2, ... , 00 
j 

defined and smooth for (xi) = (x?) e {xi}; they will be called model fields of the function _ 
Q(t, xi). Those fields play a fundamental role in passing from the non-homogeneous 
body to its homogeneous and continuous model. The following conditions are imposed 
on those model fields 

(4.15) Qa(t, x«, x~) a: .Q:; (t, x«). 
j j 

Using these identities we may rewrite the Eq. (4.11) in the form 

(4.16) 
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Here 

(4.17) 

Thus the field Q(t, x1)lp• is represented by the values of the model fields Qa(t, x1) which 
j j 

they assume at the points lying at the middle plane of the layer a. In the considerations 
that follow an important role is played by the Taylor identity which holds in an arbitrary 
interval P ::::> pa 

(4.18) 

Here 
a 

XJ 
11

a1 a) J 1 ( a ')n-}Qa ( ')d ' r \t, Xcx, x 3 , x 3 = -( ')I X3-x3 ,3 t, Xcx, x 3 x 3 
J n-J • j n-J+l . 

XJ 

(4.19) 

is the remainder of the Taylor formula, and 

(4.20) 
def o8Q 

Q3=---. 
0

$ a~ 

By disregarding the remainder in the expansion (4.18), we obtain 

(4.21) 

The symbol = * is replaced by identity if and only if 

(4.22) Q~3 (t, Xcx, X3) = 0 
j n-)+1 

orx3 =xj. 
In order to obtain the representation of Q(t, x1) at the bihiyers let us consider two 

arbitrary Jayers b and c contiguous to each other so that the relations (3.3), (3.4) hold true. 
Thus we may use the transformations (3.5), (3.6) and write down the fields defined in the 
layers considered, b and c, and represented in the form (4.16), (4.17) in terms of the local 
coordinate system in the base be. 

The following identities will be used: 

\~ nb b ( 1 ')
1 

_ ~ [ ~4 nb b (p+q) ( 1 )q] j 
(4.23) }~ 9 (t' Xcz, x3) Zbc+ ""f1JbL1 = }~ ~ jqq (t' Xcx, x3) q i Tr]biJ Zbc' 

(4.24) .i\ht,x.,x~)(z..,- ~'lcLI r 
}=0 J 

= j [~ {- I):q:(t,x.,r,) (p;q) ( }'lcLI }}le. 
Moreov~r, the values of model fields at the middle surfaces of the layers appearing in 
Eqs. (4.16), (4.17) will be written in terms of their values at the contact planes and values 
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of their derivatives calculated at the same planes. This may be done by substituting x3 = x~c 
into the formulae of the type of Eqs. (4.21). Thus we have 

(4.25) 

n-j 

(4.26) qc(t, Xa, X~)= * ~ J,( ~ 1JcLl)"'q~3(t, Xa, X~c). 
J S=O S • J S 

Taking then into account the relations (4.12) we obtain the following representation 
of the field Q(t, xi)l8 11c in a base be, and hence also in the bilayer pbc c Bbc: 

(4.27) 

Here 

(4.28) 

and 

!

Qb(bc>(t, Xa, X~c) for Zbc < 0, 
n def } 

Qbc(t X Xbc) = 
' «' 3 n 

j 9c(bc>(t, Xa, X~c) for Zbc > 0. 
(4.29) 

The following notations have been used here: 

(_!_<n-J-q)) 
n-l 2 2k 

(4.30) Qnb(bc>(t be)_* ~l (j+q) ( 1 A)q ~ . (_!___ LJ) 
j , Xa, X3 - ~ q 'f1}bLJ ~ ~JH+2k 2 1Jb 

:-};2k {-I)'_!,-(~ 1JbL1)"'. Qb ,3 (t, Xa, X~c), 
S=O S • J+q+2k s 

. (_!_ (n-J-q)) 
n~ 2 a 

(4.31) Qnc(bc>(t be)-* ~ (-I)q(j+q) ( 1 LJ)q ~ (~- LJ) , Xa, X3 - L.J 'f1Jc L.J ai+4+2k 2 1Jc 
J q=O q k=O k 

n-j-q-2k 

x ); J,( ~ 1JcL1)"' Qc ,3 (t, X., X~c). 
S=O S. J+q+2ks 

In the case when the field Q(t, xi) is defined and is continuous also for (xi) = (x?) e 
e S(ii;fmuii;ml), the following condition should be fulfilled in each bilayer be: 

(4.32) 

which, owing to the formula (4.28), is equivalent to the condition 

n n 
(4.33) limQb<bc>(t, Xa, X~c) = lim Qc(bc>(t, x.,x~c). 

n-oo 0 n-oo 0 

It will be called the condition of compatibility of the field Q in the bilayer be. 
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Let us observe that 

(4.34) 

and hence both compatibility conditions written for the neighbouring bilayers pfm 

and pmf and holding true in the bases Bfm and Bmf which contain those bilayers, also hold 

true in the layer pa ::> pfmupmf. Since S(Piufom) = {x1}, the both conditions remain true 
in each composite layer. The smoothed version of compatibility condition is 

n n 

(4.35) lim Qb(be>(t, X;) = lim Qe<be>(t, Xt). 
n-+oo 0 n-+oo 0 

5. Homogeneous, continuous model of the composite 

_Representation of the field Q in the bilayers may now be used in constructing the 
homogeneous and continuous model of the composite. All the fields sought for, like the 
field of deformation, stress, kinetic energy density, potential strain energy density, possess 
their own model fields. There is no need, however, to use them all since only the fleld 
of displacements may be assumed as the fundamental field u1(t, x1). Basing upon it we 
shall define the remaining fields in the bilayers. To simplify the formalism, let us introduce 
the following notations for the fields of mass density e and the elastic moduli tensor c111cr 
which are· sectionally constant in the bilayers: 

df 

l
(l for Zbe < 0, 

(5.1) (!be e e 
(! for Zbe > 0, 

(5.2) 
be def letikl for Zbe < 0, 

eiJkl = e c
0

r 0 ei}kl l' Zbe > · 
Replacing the symbol Q in Eqs. (4.28)-(4.31) with Uj, we obtain the representation 

of the displacement field in the selected bilayer be. In referring to the formulae it will be 
understood that this change of variables has been done. 

The model of order n is obtained by reducing the right-hand sequence in Eq. (4.28) 
to the single n-th term; thus, according to Eqs. (4.30), (4.31), the number of model displace
ment fields in the n-th order model equals 2(n+ 1). 

In the following considerations symbol Qlpbe will denote the representation of the 
field Q in the bilayer be, and the arguments t, x(u x~e will not be explicitly written. For 
instance, Eq. (4.28) (applied to the field u1) will take the form 

(5.3) 

In order to represent the deformation field on the composite in the bilayer be, the 
classical definition of small deformations is used; the differentiation in the direction normal 
to the contact planes must be performed, because of the fixed value of x3 , with respect to 
the local coordinate zbc ' i.e. 

(5.4) 
df 

Ei;lpbc = U(i,j)JPbc = ~a(jUi),aJPbc+ ~:z.ocUUi),zbc l Pbe, 
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lJ«J and lJnci being the Kronecker symbols: 

(5.5) {
0, 

lJa.i = I, 
rx ::f: j, 

rx = j' 

The result is represented in the form 

(5.6) 

{
0, 

(JZbci = I, 
j =I, 2, 

j = 3. 

M. GOLUBIEWSKI 

coefficients in this ieries being expressed in terms of the model fields of displacements 
and their derivatives by means of the expansion coefficients (5.3), 

(5.7) 

All the~e coefficients have the same structure what makes the form of expansion (5.6) 
consistent with the assumed representation of the fields in the bilayers. 

Let us observe that- due to Eq. (4.13), 

(5.8) 
n 
utc = 0 for j > n, . 
j 

and hence the formula (5.7) yields 

(5.9) ;~~ = 0 for s ~ n. s'J -

Using the classical definition of the stress tensor r;b kinetic energy density k, potential 
strain energy density w and making use of the notations (5.I), (5.2), we obtain the repre
sentations of these fields in the bilayers: 

(5.10) 

(5.1I) 

(5.12) 

the dot in Eq. (5.1 I) denoting differentiation with respect to time. 
The Lagrange function density I is assumed as the difference of the kinetic energy 

density and the potential strain energy density. Its representation in the bilayers has the 
furm · · 

(5.13) 

Let us assume that the mean density of the Lagrange function in the bilayer fm and mf 
is calculated from the formula 

(5.I4) 

1 
2t}cLf 

/ be 2 f I d mean = Lf IPbc Zbc 

-~,LI 
2 
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and let us disregard the coefficients of the odd powers of z6c in Eq. (5.13) and the terms 
involving odd powers of L1; it is found then that these mean values may be treated as 
values of certain functional /* defined in the smooth model fields and their respective 
derivati\.es computed at the point lying at the planes of contact nfm and nmf. Disregarding 
the coefficients of odd powers of z6c and L1 is connected with the invariance of Lagrange 
function density (5.13) with respect to the reference frame transformations {(x~,0 zbc)} 
and {xi} which correspond to the mirror reflections in the planes ii6c and x3 = 0, re
spectively. 

Hence we have 
(5.15) f!~an = f*(t, X«, X~c). 

Functional l*(t, xi) is assumed as the Lagrange function density for the composite 
model. The model fields describing most accurately the behaviour of composite is that 
which satisfy the Hamilton principle of conditional stationary action in which the role 
of constraints is played by the smoothed conditions of compatibility of displacements 
ult, xi) and stresses -r3 i(t, xi) in the bilayers fm and mf. This principle may symbolically 
be written in the form 

tl tl 

(5.16) t5 J dt J l*dv+ J t5Adt = 0, 
to V to 

(5.17) 

(5.18) 

In the above formulae v denotes a regular region constituting of an arbitrary number 
of bilayers, and t5A is the virtual work done by external forces. Condition (5.17) will be 
called displacement constraints, while Eq. (5.18)- stress constraints. The magnitudes 
appearing in Eq. (5.18) are expressed by the model field of displacements and their der
ivatives according to the Eqs. (5.10), (5.6), (5.7), {5.2) and (4.28)-(4.31) after replacing 
in these formulae Q with ui. There are four equations of constraints and they constitute 
the differential equations for the displacement model fields. In the case of the model of 
order zero we obtain a single equation of displacement constraints, while in the case of 
first order model - two equations of displacement constraints and one equation of stress 
constraints. In higher order models 4 mutually independent equations of constraints 
are found. Owing to that fact the number of independent displacement model fields in 
models of consecutive orders equals 1, 1, 2, 4, 6 ... , respectively. 

Particular attention should be paid to the first order model which is relatively simple 
since it involves only a single independent field of displacements and, at the same timet 
exhibits the dispersion effects connected with the layered body microstructure. In the 
theory of effective stiffness the same effect may be obtained by using at least two independ
ent displacement fields (cf. [8, 10]). In static problems or such dynamic problems where 
disregarding the composite microstructure becomes justified (L1 I A ~ 0, A- wavelength)t 
the first order model represents the model of aaisotropic body of the classical theory of 
elasticity which is a long-wave approximation of the layered body. This problem will be 
dealt with in a separate paper. 
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